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4) by current injection was achieved for the 
first time with this material, its performance as a device has been drastically improved, and this laser became widely used as the light source for large capacity optical disk devices as represented by Blue-ray Disc

Starting from the technical findings of the existing GaN laser diodes for display applications, we achieved the high output power of 11.2 W, the highest value in the world for an optical output 
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