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Figure 5 shows the relationship between the driving
power and the fiber-coupled power of the LD chip. Note
that energy conversion efficiency is implicitly included in
the figure. In the range of low fiber output power of
approximately 100 mW already, the cavity length of 1300
µm is seen to be advantageous; and at the point where
the driving power reaches 2 W, or the fiber output power
reaches 350 mW, the cavity length of 1500 






