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material collected from cables.
First of all, 600-V EM-CEE 3 x 14 mm2 cables were

manufactured. Auxiliary materials such as fillers and tapes
were selected from those for conventional materials that
are polyolefin-based and having a melting point of 140°C
or lower. Then, from the manufactured cables, conductors
were removed, and the remaining materials were crushed.
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