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3.24 Long Term Test
Long term test has been carried out under certain AC volt-
age conditions for more than a year and is still continuing.
Life index "n" for this silicone rubber is more than 17,
which is higher than other materials such as EPR and
epoxy. See Figure 5.
With all the tests, we found out that the silicone rubber
we have chom a Isr
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