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Thus, it has been confirmed that the fiber holes are locat-
ed almost as exactly as designed. 

5. RELIABILITY TESTS
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perature, and humid tests were performed; the insertion
loss change was 0.20 dB or less in every test, equivalent
to the performance of transfer molded connectors.

6. MAKING MINI-MT FERRULE INTO 
MPO 7), 8)

6.1 Structure
Mini-MPO connector, a push-on/pull-off type connector as




