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sion, room temperature shrinking scheme 1). In this innova-
tive jointing technology, silicone rubber is used for the
one-piece molded rubber block serving as main insulator;
and taking advantage of low mechanical stress relaxation,
i.e., small permanent set of the material, the rubber block
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support the great contraction force associated with expan-
sion as well as an excellent property for core withdrawal. 

2.2 Assembly Method of CSJ 
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