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Considering cost reduction by eliminating spacer sleeve
covers together with easy installation at the site, a cold-
shrinkable type was employed for insulation, in which a
cold-shrinkable splicing housing was expanded at the fac-
tory in advance and was subsequently installed by on-site
shrinking. As for the material of the splicing housing, sili-






