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1. INTRODUCTION

The materials used in insulators for overhead transmis-
sion lines have been ceramics and glass. Both offer good
insulation characteristics and excellent weather resis-
tance, but they also have several disadvantages--they are
heavy, have poor resistance to impact, and suffer major
deterioration in terms of the voltage withstand characteris-












