
1

1. INTRODUCTION

In recent years there have been advances in downsizing
electronic and electrical equipment, presenting various
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3. DEVELOPMENT OF TEX-B 

When it is desired to achieve an even thinner profile, high-
er efficiency and greater mounting density, a material with
higher heat resistance is required. This is because of the
problem posed by heat generated from the component
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4.5 Solderability


