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1. INTRODUCTION
The Micro Cellular Plastic (MCP) is a foam with 0.1 to 10 
µm of micro cells diameter and closed cells with cell den-
sity is between 109 to 1015 cells / cm3. The foam has been 
developed by professor Suh and others at MIT in USA. 
Initially this material has received a lot of attention as the 
cell has been very fine and the material weight has been 
reduced without decreasing mechanical characteristics 
(specific strength). Furukawa Electric started the develop-



Development of MCPOLYCA Reflector for LED Lighting
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