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1.	 INTRODUCTION

Glass optical fibers are drawn with protective polymer 
coatings. In general, the protective polymer coating is a 
UV (ultraviolet light) curable resin. Most optical fibers 
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In order to ensure the reliability of the optical fiber, it is 
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by changing the load gradually. In Figure 3, the typical 
measurement result is shown. As the load applied to the 
glass/primary interface decreases, the time when the 
glass is pulled out from the fiber increases, but when the 
load becomes below a certain value, the time when the 







	



	


